
Egypt Head Office : 
Address: 9 Omar Ibn El-Khatab St.brancehed from ElNasr Road,Ramo Buildings, 9th floor, Office 904. 
11371,Heliopolis, Cairo, Egypt. 
Telephone:    002 23 05 43 21. 

 
Sharm El-Sheikh Office:   
Telephone :   002 693665418  

V I E W  T H E  E A R T H ’ S  T R E A S U R E  

CIDG was established to 

supply the world's needs of 

marble, granite and all 

stoneware items directly from 

our quarries and mines here 

in Egypt. 

 Especially for our marble and 

granite products, we have our 

Cairo-based factory and 

workshops that include all the 

top of the range machinery 

necessary. 

Available Sizes: 
Our factory can produce different sizes tiles and 

different thicknesses as 1cm, 1.2cm, 1.5cm, 2cm, 3cm  

regarding to your projects requirements.  

Common slabs thicknesses are 2cm and 3cm. 
 

Common Imperial sizes are: 

12×12, 12×18, 12×24, 16×16, 16×24, 18×18, 24×24, 24×36, 

32×32, 36×36, 40x40inch… 

 

Common Metric sizes are: 
30×60, 40×40, 40×60, 40×80,60×60, 60×90, 80×80, 90×90, 

100x100cm 

 

Even we have the latest technological equipment's, we always 

advice suitable thicknesses considering materials hardness and 

usage. 

Finishes:  
 

Polished, Honed, Sawn cut, 

Tumbled , Brushed ,  

Acid ,Split face….. etc.  

 

 

 

Applications:  
 

Flooring, Wall Cladding,  

Pool Coping, Stairs ,   

Sinks & Vanities,. etc.  



Galala Extra 

Abrasion resistance hardness  
(ASTM C 241/ C 1353) 

Min  
Ha 10 

33.9 

Flexural Strength Mpa.  
(ASTM C 800) 

Min  
1000 psi 

1600 

Modulus of rupture Mpa.  
(ASTM C 99) 

Min 
1000 psi 

2000 

Compressive Strength Mpa.  
(ASTM C 170) 

Min  
7500 psi 

20200 

Absorption by weight %  
(ASTM C 97) 

Max  
0.20 % 

0.26% 

Density (kg/m3)  
(ASTM C 97) 

Min kg/m3 
2305 

2662 

Egypt Head Office : 
Address: 9 Omar Ibn El-Khatab St.brancehed from ElNasr Road,Ramo Buildings, 9th floor, Office 904. 
11371,Heliopolis, Cairo, Egypt. 
Telephone:    002 23 05 43 21. 

 
Sharm El-Sheikh Office:   
Telephone :   002 693665418  



Abrasion resistance hardness  
(ASTM C 241/ C 1353) 

Min  
Ha 10 

34.8 

Flexural Strength Mpa.  
(ASTM C 800) 

Min  
1000 psi 

1300 

Modulus of rupture Mpa.  
(ASTM C 99) 

Min 
1000 psi 

1800 

Compressive Strength Mpa.  
(ASTM C 170) 

Min  
7500 psi 

18300 

Absorption by weight %  
(ASTM C 97) 

Max  
0.20 % 

0.12% 

Density (kg/m3)  
(ASTM C 97) 

Min kg/m3 
2305 

2627 

Egypt Head Office : 
Address: 9 Omar Ibn El-Khatab St.brancehed from ElNasr Road,Ramo Buildings, 9th floor, Office 904. 
11371,Heliopolis, Cairo, Egypt. 
Telephone:    002 23 05 43 21. 

 
Sharm El-Sheikh Office:   
Telephone :   002 693665418  

Galala Classic 



Abrasion resistance hardness  
(ASTM C 241/ C 1353) 

Min  
Ha 10 

26.4 

Flexural Strength Mpa.  
(ASTM C 800) 

Min  
1000 psi 

1600 

Modulus of rupture Mpa.  
(ASTM C 99) 

Min 
1000 psi 

2000 

Compressive Strength Mpa.  
(ASTM C 170) 

Min  
7500 psi 

13300 

Absorption by weight %  
(ASTM C 97) 

Max  
0.20 % 

0.30% 

Density (kg/m3)  
(ASTM C 97) 

Min kg/m3 
2305 

2618 

Egypt Head Office : 
Address: 9 Omar Ibn El-Khatab St.brancehed from ElNasr Road,Ramo Buildings, 9th floor, Office 904. 
11371,Heliopolis, Cairo, Egypt. 
Telephone:    002 23 05 43 21. 

 
Sharm El-Sheikh Office:   
Telephone :   002 693665418  

Sunny 
(Giallo  Sinai) 



Name 
Silvia 
Light  

Silvia 
Dark 

Abrasion resistance hardness 
(ASTM C 241/ C 1353) 

Min Ha 10 26.7 26.7 

Flexural Strength Mpa. 
 (ASTM C 800) 

Min 1000 psi 1000 1000 

Modulus of rupture Mpa. 
 (ASTM C 99) 

Min 1000 psi 1500 1400 

Compressive Strength Mpa. 
(ASTM C 170) 

Min 7500 psi 10400 10400 

Absorption by weight % 
 (ASTM C 97) 

Max 0.20 % 1.62% 1.62% 

Density (kg/m3)  
(ASTM C 97) 

Min kg/m3 
2305 

2478 2478 

Egypt Head Office : 
Address: 9 Omar Ibn El-Khatab St.brancehed from ElNasr Road,Ramo Buildings, 9th floor, Office 904. 
11371,Heliopolis, Cairo, Egypt. 
Telephone:    002 23 05 43 21. 

 
Sharm El-Sheikh Office:   
Telephone :   002 693665418  

Silvia 



Abrasion resistance hardness  
(ASTM C 241/ C 1353) 

Min  
Ha 10 

38.1 

Flexural Strength Mpa.  
(ASTM C 800) 

Min  
1000 psi 

2000 

Modulus of rupture Mpa.  
(ASTM C 99) 

Min 
1000 psi 

2600 

Compressive Strength Mpa.  
(ASTM C 170) 

Min  
7500 psi 

21300 

Absorption by weight %  
(ASTM C 97) 

Max  
0.20 % 

0.12% 

Density (kg/m3)  
(ASTM C 97) 

Min kg/m3 
2305 

2627 

Egypt Head Office : 
Address: 9 Omar Ibn El-Khatab St.brancehed from ElNasr Road,Ramo Buildings, 9th floor, Office 904. 
11371,Heliopolis, Cairo, Egypt. 
Telephone:    002 23 05 43 21. 

 
Sharm El-Sheikh Office:   
Telephone :   002 693665418  

Samaha 



Abrasion resistance hardness  
(ASTM C 241/ C 1353) 

Min  
Ha 10 

26.5 

Flexural Strength Mpa.  
(ASTM C 800) 

Min  
1000 psi 

1400 

Modulus of rupture Mpa.  
(ASTM C 99) 

Min 
1000 psi 

1600 

Compressive Strength Mpa.  
(ASTM C 170) 

Min  
7500 psi 

15600 

Absorption by weight %  
(ASTM C 97) 

Max  
0.20 % 

1.31% 

Density (kg/m3)  
(ASTM C 97) 

Min kg/m3 
2305 

2567 

Egypt Head Office : 
Address: 9 Omar Ibn El-Khatab St.brancehed from ElNasr Road,Ramo Buildings, 9th floor, Office 904. 
11371,Heliopolis, Cairo, Egypt. 
Telephone:    002 23 05 43 21. 

 
Sharm El-Sheikh Office:   
Telephone :   002 693665418  

Khatmia 



Egypt Head Office : 
Address: 9 Omar Ibn El-Khatab St.brancehed from ElNasr Road,Ramo Buildings, 9th floor, Office 904. 
11371,Heliopolis, Cairo, Egypt. 
Telephone:    002 23 05 43 21. 

 
Sharm El-Sheikh Office:   
Telephone :   002 693665418  

Abrasion resistance hardness  
(ASTM C 241/ C 1353) 

Min  
Ha 10 

38.8 

Flexural Strength Mpa.  
(ASTM C 800) 

Min  
1000 psi 

1900 

Modulus of rupture Mpa.  
(ASTM C 99) 

Min 
1000 psi 

1900 

Compressive Strength Mpa.  
(ASTM C 170) 

Min  
7500 psi 

19800 

Absorption by weight %  
(ASTM C 97) 

Max  
0.20 % 

0.89% 

Density (kg/m3)  
(ASTM C 97) 

Min kg/m3 
2305 

2628 

Triesta 
(Sinai Pearl) 



Egypt Head Office : 
Address: 9 Omar Ibn El-Khatab St.brancehed from ElNasr Road,Ramo Buildings, 9th floor, Office 904. 
11371,Heliopolis, Cairo, Egypt. 
Telephone:    002 23 05 43 21. 

 
Sharm El-Sheikh Office:   
Telephone :   002 693665418  

Abrasion resistance hardness  
(ASTM C 241/ C 1353) 

Min  
Ha 10 

31.6 

Flexural Strength Mpa.  
(ASTM C 800) 

Min  
1000 psi 

1200 

Modulus of rupture Mpa.  
(ASTM C 99) 

Min 
1000 psi 

1700 

Compressive Strength Mpa.  
(ASTM C 170) 

Min  
7500 psi 

16700 

Absorption by weight %  
(ASTM C 97) 

Max  
0.20 % 

0.17% 

Density (kg/m3)  
(ASTM C 97) 

Min kg/m3 
2305 

2675 

Flitto Hassana 



Abrasion resistance hardness  
(ASTM C 241/ C 1353) 

Min  
Ha 10 

27.6 

Flexural Strength Mpa.  
(ASTM C 800) 

Min  
1000 psi 

1094 

Modulus of rupture Mpa.  
(ASTM C 99) 

Min 
1000 psi 

- 

Compressive Strength Mpa.  
(ASTM C 170) 

Min  
7500 psi 

11960 

Absorption by weight %  
(ASTM C 97) 

Max  
0.20 % 

0.03% 

Density (kg/m3)  
(ASTM C 97) 

Min kg/m3 
2305 

- 

Egypt Head Office : 
Address: 9 Omar Ibn El-Khatab St.brancehed from ElNasr Road,Ramo Buildings, 9th floor, Office 904. 
11371,Heliopolis, Cairo, Egypt. 
Telephone:    002 23 05 43 21. 

 
Sharm El-Sheikh Office:   
Telephone :   002 693665418  

Mel Grey 
(Imperial Grey) 

 



Abrasion resistance hardness  
(ASTM C 241/ C 1353) 

Min  
Ha 10 

40.1 

Flexural Strength Mpa.  
(ASTM C 800) 

Min  
1000 psi 

1200 

Modulus of rupture Mpa.  
(ASTM C 99) 

Min 
1000 psi 

1700 

Compressive Strength Mpa.  
(ASTM C 170) 

Min  
7500 psi 

10300 

Absorption by weight %  
(ASTM C 97) 

Max  
0.20 % 

1.42% 

Density (kg/m3)  
(ASTM C 97) 

Min kg/m3 
2305 

2293 

Egypt Head Office : 
Address: 9 Omar Ibn El-Khatab St.brancehed from ElNasr Road,Ramo Buildings, 9th floor, Office 904. 
11371,Heliopolis, Cairo, Egypt. 
Telephone:    002 23 05 43 21. 

 
Sharm El-Sheikh Office:   
Telephone :   002 693665418  

Catrina 



Abrasion resistance hardness  
(ASTM C 241/ C 1353) 

Min  
Ha 10 

45.5 

Flexural Strength Mpa.  
(ASTM C 800) 

Min  
1000 psi 

1880 

Modulus of rupture Mpa.  
(ASTM C 99) 

Min 
1000 psi 

2000 

Compressive Strength Mpa.  
(ASTM C 170) 

Min  
7500 psi 

22580 

Absorption by weight %  
(ASTM C 97) 

Max  
0.20 % 

0.01% 

Density (kg/m3)  
(ASTM C 97) 

Min kg/m3 
2305 

2156 

Egypt Head Office : 
Address: 9 Omar Ibn El-Khatab St.brancehed from ElNasr Road,Ramo Buildings, 9th floor, Office 904. 
11371,Heliopolis, Cairo, Egypt. 
Telephone:    002 23 05 43 21. 

 
Sharm El-Sheikh Office:   
Telephone :   002 693665418  

Deserto 



Abrasion resistance hardness  
(ASTM C 241/ C 1353) 

Min  
Ha 10 

40.10 

Flexural Strength Mpa.  
(ASTM C 800) 

Min  
1000 psi 

1200 

Modulus of rupture Mpa.  
(ASTM C 99) 

Min 
1000 psi 

1700 

Compressive Strength Mpa.  
(ASTM C 170) 

Min  
7500 psi 

13300 

Absorption by weight %  
(ASTM C 97) 

Max  
0.20 % 

0.145% 

Density (kg/m3)  
(ASTM C 97) 

Min kg/m3 
2305 

2581 

Egypt Head Office : 
Address: 9 Omar Ibn El-Khatab St.brancehed from ElNasr Road,Ramo Buildings, 9th floor, Office 904. 
11371,Heliopolis, Cairo, Egypt. 
Telephone:    002 23 05 43 21. 

 
Sharm El-Sheikh Office:   
Telephone :   002 693665418  

Golden Sinai 



Abrasion resistance hardness  
(ASTM C 241/ C 1353) 

Min  
Ha 10 

33.9 

Flexural Strength Mpa.  
(ASTM C 800) 

Min  
1000 psi 

1600 

Modulus of rupture Mpa.  
(ASTM C 99) 

Min 
1000 psi 

2000 

Compressive Strength Mpa.  
(ASTM C 170) 

Min  
7500 psi 

20200 

Absorption by weight %  
(ASTM C 97) 

Max  
0.20 % 

0.26% 

Density (kg/m3)  
(ASTM C 97) 

Min kg/m3 
2305 

2662 

Egypt Head Office : 
Address: 9 Omar Ibn El-Khatab St.brancehed from ElNasr Road,Ramo Buildings, 9th floor, Office 904. 
11371,Heliopolis, Cairo, Egypt. 
Telephone:    002 23 05 43 21. 

 
Sharm El-Sheikh Office:   
Telephone :   002 693665418  

Breccia 



Abrasion resistance hardness  
(ASTM C 241/ C 1353) 

Min  
Ha 10 

35.70 

Flexural Strength Mpa.  
(ASTM C 800) 

Min  
1000 psi 

1800 

Modulus of rupture Mpa.  
(ASTM C 99) 

Min 
1000 psi 

2000 

Compressive Strength Mpa.  
(ASTM C 170) 

Min  
7500 psi 

13300 

Absorption by weight %  
(ASTM C 97) 

Max  
0.20 % 

0.870% 

Density (kg/m3)  
(ASTM C 97) 

Min kg/m3 
2305 

2590 

Egypt Head Office : 
Address: 9 Omar Ibn El-Khatab St.brancehed from ElNasr Road,Ramo Buildings, 9th floor, Office 904. 
11371,Heliopolis, Cairo, Egypt. 
Telephone:    002 23 05 43 21. 

 
Sharm El-Sheikh Office:   
Telephone :   002 693665418  

Zamzam 



VIEW THE EARTH’S TREASURE 

Egypt Head Office : 
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Egyptian Emprador 
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Fantasia Flower 
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Fantasia Selsela 
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Freska 
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Fura Rose Flower 
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Fura Rose Selsela 


